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申 请 商

Applicant
: 安徽斯迈特新材料股份有限公司

: Anhui Surmount New Materials Co., Ltd.
地 址

Address
: 安徽省滁州市来安县工业园 C区纬二路

: No60,WeierRd,Laian County Ind. Zone.China Anhui

以下的检测样品及样品信息由客户提供并确认:
The following sample(s) was/were submitted and identified on behalf of the client as:
样品名称 Sample Name : 彩色美容胶 Color beauty glue
产品型号 Model No. : Z1CT
材 质 Material : 有机硅 organic silicon

样品接收日期 Date of

Sample Received
: 2024-06-19

检测日期 Test period : 2024-06-19至 2024-06-26

检测要求

Test requested
针对与食品接触材料，依据美国食品与药品管理局(FDA)法规，进行相应的检测。

For material which contact with foodstuff, selected tests were performed for

compliant with the regulations US Food and Drug Administration (FDA).

检测方法 Test method : 请参见下一页 Please refer to next page.

检测结果 Test results : 请参见下一页 Please refer to next page.

签 发
Approved by:

日 期
Date: 2024-06-26

柯伟强

（授权签字人）
(Signed for and on behalf)
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检测结果 Test Results:

检测方法: 参考 FDA 21 CFR 177.2600 可重复使用的硅胶产品。

Test method: With reference to FDA 21 CFR 177.2600 Rubber articles intended for repeated use.

检测项目

Test Items
检测条件

Test Conditions
单位

Unit
限值

Limit
结果 Results 结论

ConclusionNo.1

蒸馏水中提取量

Maximum extractable
fraction in distilled

water

回流温度，前 7h
Reflux temperature,

the first 7 h
mg/in2 20 <3.0

合格

Pass

回流温度，后 2h
Reflux temperature,
the following 2h

mg/in2 1 <0.3
合格

Pass

正己烷中提取量

Maximum extractable
fraction in n-hexane

回流温度，前 7h
Reflux temperature,

the first 7 h
mg/in2 175 54

合格

Pass

回流温度，后 2h
Reflux temperature,
the following 2h

mg/in2 4 2.2
合格

Pass

检测部位描述 Test Part Description:

组别 Group No. 图片编号 Picture No. 检测部位名称 Test Part Name
No.1 1 白色硅橡胶 White silicone rubber

备 注 Note:

(1) mg/in2 = 毫克每平方英寸 milligram per square inch;

(2) < = 小于 less than;
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样品照片 Photograph of Sample:
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声明: Statement:
1.检测报告无批准人签字、“检测检验专用章”无效;
1.This report is considered invalid without approved signature, Detection and inspection special seal;
2.样品及样品信息由申请者提供，申请者应对其真实性负责，NTEK 未核实其真实性;
2. The sample(s) and sample information was/were provided by the client who should be responsible for
the authenticity which NTEK hasn't verified;
3. 本报告检测结果仅对受测样品负责;
3. The result(s) shown in this report refer(s) only to the sample(s) tested;
4. 未经 NTEK书面同意，不得部分复制本报告。
4. Without written approval of NTEK, this report can't be reproduced except in full;
5. 如检测报告中的英文内容与中文内容有差异，以中文为准。
5. In case of any discrepancy between the English version and Chinese version of the testing reports( if
generated), the Chinese version shall prevail.

备注:报告未加盖 CMA 或（和）CNAS资质章时，本报告中的数据结果供科研、教学、企业内部质量控制、

企业产品研发等目的用。
Remark: When the report without CMA or (and) CNAS qualification seal, the testing data and result(s) in
this report is(are) just for scientific research, education, internal quality control and product development
etc.

***报告完 End of Report***


